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TEST REPORT 
 

DATE:  03-15-2023 Page 1 of 1 TEST NUMBER:    0295654   

CLIENT Lions Floor 

    

TEST METHOD CONDUCTED Photo 

   

    

  DESCRIPTION OF TEST SAMPLE 

IDENTIFICATION Uptown:  2.5mm/12mil LVP 

COLOR East Aspen 

ROLL NUM SKU:  LI-UP07 

CONSTRUCTION LVP 

 

 


